ASDS/04-75 No.: 15169 Time : 16-02-17

SHENDA RAILWAY EQUIPMENT CO., LTD

CERTIFICATE OF QUALITY
This is to certify that the products under Contract: ;.,'have met AREMA

Volume1 Chapter4 Section3.4 specifications for quenched carbon steel joint bars.
Description: 136RE head free toeless, 8 hole 48" joint bars punched round, Hole
Spacing 6 "X6 'IX67|X7_1/4HX6"X6“ x6".

Ex-work Date:  Feb 2016

TEST REPORT
Joint bar MarK; % : ’? Material No;_42CrMo
drawing No:
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1 |2281115 | 348 1039 |0.56 [0.015/0.009| 1005 925 18 | 47 qualitied
2 | 3291115 500 |0.41}0.57]0.016{0.011] 1160 | 1075 18 55 qualitied
3 14291115 456 10.4210.57 10.014|0.012| 1150 1055 18 57 qualitied
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